
Diatomaceous Clay: 

Diatomite (45%)  

Montmorillonite (55%)

Compound
Emperical 

Formula
Composition

Silicon Dioxide SiO2 70%

Aluminum Oxide Al2O3 10%

Iron Oxide Fe2O3 4%

Potassium 

Superoxide
K2O 2%

Magnesium Oxide MgO 1.5%

Calcium Oxide CaO 1%

Sodium, 

Phosphorus, 

Sulphur, and 

L.O.I

Na, P, S, 

and L.O.I
~11.5%


